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Cave Cmax Cmin A o (s /eave) AL FHELE LR FLE 4 Cave Cmax Cmin A o
1 H <10 <10 <10 <10 <10 <10 <10 <10 10 10 10 0 0 10 1 H
3 Li <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 0.01 0.01 0.01 0 0 3 Li
4 Be <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 <0.01 0.01 0.01 0.01 0 0 4 Be
5 B 1.8 2.6 1.1 15 14 1.0 4.9 1.3 5.2 14.7 1.0 13.7 5.8 5 B
6 ¢ 180 530 560 490 190 220 120 210 313 560 120 440 181 10 6 ¢
7 N 260 180 330 590 420 310 430 320 355 590 180 410 125 10 7 N 242 386 254 294 386 242 144 80
8 0 150 100 80 <50 250 130 370 190 165 370 50 320 104 10 8 0
11 Na 0. 065 1.0 2.5 1.6 0.29 0.13 0.72 0. 066 0.79 2.46 0. 065 2.40 0.9 11 Na
12 Mg 3.9 5.8 4.8 1.5 0. 46 0. 43 0.35 0.37 2.2 5.8 0.35 5.5 2.3 30 12 Mg
13 Al 29 359 113 263 9.1 23 2.2 24 103 359 2.2 357 135 30 13 Al
14 Si 5680 7810 6520 5100 3060 3230 3360 3000 4720 7810 3000 4810 1838 5 14 Si
15 P 251 216 354 219 291 341 258 340 284 354 216 138 56 5 15 P
16 S 160 40 190 180 130 50 120 30 113 190 30 160 65 10 16 S
17 Cl <10 <10 <10 <10 <10 <10 <10 <10 10.0 10.0 10.0 0 0 17 Cl
19 K 0.078 0.31 0.35 0. 45 0.28 0. 20 0.61 0.21 0.31 0.61 0. 08 0.53 0.16 19 K
20 Ca 2.3 0.90 8.7 13 0. 30 1.3 0.42 1.4 3.6 13.4 0.3 13.1 4. 80 30 20 Ca
21 Sc 0. 064 0. 0055 0.33 0. 20 <0. 005 <0. 005 <0. 005 0. 0062 0.077 0.33 | 0.005 0.32 0.12 21 Sc
22 Ti 8.5 14 5.8 4.8 33 6.5 2.5 7.1 10.3 33.0 2.5 30.5 10 30 22 Ti
23 v 720 380 1380 330 590 520 1060 530 689 1380 330 1050 359 30 23 v
24 Cr 178000 164000 178000 178000 170000 174000 173000 174000 173625 | 178000 | 164000 14000 4838 5 24 Cr
25 Mn 14200 18400 16200 18200 8540 11800 7500 11300 13268 | 18400 7500 | 10900 4171 7 25 Mn
26 Fe 650000 642000 666000 637000 653000 650000 652000 653000 650375 | 666000 | 637000 29000 8535 26 Fe
27 Co 2180 3360 1150 703 1940 2120 1220 1980 1832 3360 703 2657 818 4 27 Co 2430 2190 2080 2233 2430 2080 350 179
28 Ni 126000 136000 107000 133000 134000 132000 132000 131000 128875 | 136000 | 107000 29000 9296 10 28 Ni 137000 133000 135000 135000 137000 133000 4000 2000
29 Cu 1400 2420 1570 2700 2780 2560 1840 2770 2255 2780 1400 1380 565 10 29 Cu
30 Zn 9.1 5.3 0.52 1.8 22 25 16 4.5 11 25 0.5 24 9 30 Zn
31 Ga 39 26 35 36 39 36 30 3.2 30 39 3.2 36 11.9 31 Ga
32 Ge 26 22 13 10 22 23 16 23 19 26 10.2 16 5.6 32 Ge
33 As <100 <100 <100 <100 <100 <100 <100 <100 100 100 100 0 0 30 33 As
34 Se <1 <1 <1 <1 <1 <1 <1 <1 1 1 1 0 0 30 34 Se
35 Br <10 <10 <10 <10 <10 <10 <10 <10 10 10 10 0 0 35 Br
37 Rb 0.38 0. 35 0.33 0. 34 0.16 0.18 0.21 0.16 0. 26 0.38 0.16 0.22 0.09 37 Rb
38 Sr 5.1 3.7 4.3 6.0 2.5 2.3 2.4 2.1 3.6 6.0 2.1 3.9 1.5 38 Sr
39 Y 0. 36 0.51 0. 37 0.48 0.22 0.22 0. 30 0.24 0. 34 0.51 0.22 0.29 0.11 39 Y
40 Ir <5 <5 <5 <5 <5 <5 <5 <5 5 5 5 0 0 10 40 Ir
41 Nb 64 300 65 3.2 57 54 168 55 96 300 3.2 297 94 10 41 Nb 43.9 89 47. 4 60 89 43.9 45 25
42 Mo 21500 24900 21600 24300 22100 21800 24100 19900 22525 | 24900 | 19900 5000 1723 10 42 Mo 20900 21300 21100 21100 21300 20900 400 200
44 Ru <1 <1 <1 <1 <1 <1 <1 <1 1 1 1 0 0 44 Ru
45 Rh 0.5 0.5 0.5 0.5 0.5 0.5 0.5 0.5 0.5 0.5 0.5 0 0 45 Rh
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